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© A process for the bonding of substrates selected from polyvinyl chloride, cellulosic material, metals,

polymers of melamine and polymers of phenol is disclosed. A layer of a thermoplastic polymer is

interposed between two of the substrates and heated above its melting point. The thermoplastic

polymer is a copolymer of ethylene, alky! acrylate and carbon monoxide. In aspects, polyvinyl chloride

to is bonded to cellulosic material at a temperature of less than 90°C to give structures that are useful at

temperatures of greater than 100°C. The process is particularly useful in the manufacture of substrates

for the manufacture of kitchen cabinets and other furniture.
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The present invention relates to a process for the bonding of substrates with solid adhesives, including for

example the bonding of polyvinyl chloride (PVC) to cellulosic material. In particular, the invention relates to lam-

ination processes that do not use polyurethane adhesives.

Structures formed from, for example, polyvinyl chloride and cellulosic material are known. For instance,

5 commercial processes are known for the lamination of polyvinyl chloride in sheet form to cellulosic material in

the form of fibre board panels using water-based polyurethane adhesives. The resultant products may be used

in the fabrication of a variety of products, including cabinets and other structures, for example kitchen cabinets.

Such lamination using polyurethane adhesives provides a product with commercially-acceptable properties.

However, the use of polyurethane adhesives in lamination processes represents an occupational health risk

10 and major precautions must be taken during operation of the process in order to protect the personnel involved.

Thus, it would be desirable to have alternate processes that do not use polyurethane adhesives. In addition,

it would be advantageous to the trade to be able to apply the adhesive in one location e.g. onto the polyvinyl

chloride, and be able to ship the coated polyvinyl chloride to another location for bonding to the cellulosic ma-
terial.

15 Structures of polyvinyl chloride and cellulosic materials e.g. fibre board panels may have a number of prop-

erty requirements, other than provision of adequate adhesion, for the intended end use at ambient tempera-

tures. For instance, if the panels are to be used in the form of kitchen cabinets, the cabinets may be subjected

to heat even though the cabinets are installed in a kitchen. Cabinets located adjacent to an oven may be sub-

jected to heat significantly above ambient temperature during use ofthe oven, especially during cleaning cycles

20 of self-cleaning ovens. A shear adhesion fail test has been developed for estimating the maximum temperature

of use of an adhesive subject to shear stress; the test (ASTM D4498) involves determining the temperature

at which the adhesive fails. In order to pass the test kitchen cabinet structures are required to have a temper-

ature of failure in the test of at least 100°C. One aspect of the invention relates to such product requirements.

With regard to the aspect discussed above, processes for lamination of polyvinyl chloride to fibre board

25 panels normally operate at temperatures of less than 100°C. This imposes on the adhesive used in the lam-

ination process that it be capable of being applied at a temperature of less than 1 00°C but also capable of with-

standing temperatures in excess of 100°C in the shear adhesion fail test. For adhesives that crosslink after

being applied, it is possible to apply the adhesive at a low temperature, crosslink the adhesive at the low tem-

perature and obtain a product that is capable of withstanding 100°C in the shear adhesion fail test. However,

30 this class of adhesives cannot be applied to polyvinyl chloride in one location and exhibit a sufficiently long

shelf life to permit shipment to another location and storage for a period of time prior to use. For non-cross-

linkable materials e.g. thermoplastic polymers, this requires that the polymer have a melting point of less than

100°C but be capable of exhibiting a temperature of greater than 100°C i.e. greater than its melting point, in

the shear adhesion fail test.

35 US 5 219 665 of J.C. Chen etal. discloses the use of grafted copolymers of ethylene, n-butyl acrylate and

carbon monoxide in laminations of ethylene/vinyl alcohol copolymers.

A process using an adhesive composition that is a solid adhesive and which is capable of replacing poly-

urethane adhesives in a number of applications has been found. In aspects, the process is capable of applying

the adhesive composition at temperatures of less than 100°C to give a product having shear adhesion fail test

40 temperatures of greater than 100°C as well as providing a long shelf-life of the adhesive composition between

application to one substrate and lamination to another. In other aspects, particularly for end-uses other than

e.g. kitchen cabinets, the product of the process is not required to meet the requirements of the shear adhesion

fail test.

Accordingly, the present invention provides a process for the bonding of substrates selected from polyvinyl

45 chloride, cellulosic material, metals, polymers of melamine and polymers of phenol, comprising:

(a) interposing a layer of a thermoplastic polymer between two of said substrates, the thermoplastic poly-

mer being a copolymer of ethylene, alkyl acrylate and carbon monoxide;

(b) heating the thermoplastic polymer to a temperature above the melting point of said polymer; and

(c) cooling the resultant bonded structure of said substrates.

so in preferred embodiments of the present invention, the substrates are selected from polyvinyl chloride,

melamine/formaldehyde polymers, phenol/formaldehyde polymers, aluminum, steel and cellulosic substrates,

especially in which the cellulosic substrate is selected from wood, fibreboard, paper, coated paper, paper coat-

ed with phenolic polymers.

In one aspect of the invention, the bonded structure exhibits a shear adhesion fail test temperature of at

55 least 100°C.

In an embodiment of the invention, the thermoplastic polymer has been grafted with an ethylenicalty un-

saturated carboxylic acid or anhydride, especially maleic anhydride.

In another embodiment, the thermoplastic polymer is applied to one of said substrates prior to contact with

2
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the second of said substrates, especially at least one hour before it is applied to the second substrate.

The process of the present invention relates to the bonding of substrates selected from polyvinyl chloride,

cellulosic material, metals, polymers of melamine and polymers of phenol. In preferred embodiments, the sub-

strates are selected from polyvinyl chloride, melamine/formaldehyde polymers, phenol/formaldehyde poly-

5 mers, aluminum, steel and cellulosic substrates.

The polyvinyl chloride has a molecular weight that is suitable for forming layers of polyvinyl chloride. In

particular, the polyvinyl chloride is capable of being formed into film or sheet form. The polyvinyl chloride will

normally be an unplasticized polyvinyl chloride. Such polyvinyl chloride is commercially available.

The cellulosic material may be in the form of wood. Alternatively the cellulosic material may be in the form

10 of fibre board panels, chip board, particle board, plywood and the like. The cellulosic material will normally be

in the form of sheets or panels.

The polymers based on melamine and phenol include, for example, resins made from melamine and for-

maldehyde and resins made from phenol and formaldehyde, and novalac resins. Paper, including kraft paper,

that has been treated or impregnated with resins made from melamine and formaldehyde may also be used

15 e.g. kraft paper coated with phenol/formaldehyde resins and the like.

A variety of metals may be used, such as those used in the furniture and appliance industries. Particular

examples are aluminum and steel.

The thermoplastic polymer is a copolymer of ethylene, alkyl acrylate and carbon monoxide. The alkyl group

of the alkyl acrylate may be methyl, ethyl, propyl, butyl, including n-butyl and iso-butyl. Examples of such poly-

20 mers are commercially available e.g. from E.I. du Pont de Nemours and Company of Wilmington, Delaware

U.S.A. The polymers preferably contain at least 5% by weight of carbon monoxide and at least 15% by weight

of the alkyl acrylate. The melt index, as measured by the procedure of ASTM D1238 (condition E), should be

such that the thermoplastic polymer is capable of being formed into film or sheet. One example of a suitable

polymer, as exemplified herein after, is the polymer available under the trademark Elvaloy® 441 from E.I. du

25 Pont de Nemours and Company. Such polymer has a melt index of 8 dg/min.

In preferred embodiments, the thermoplastic polymer has been grafted with an ethylenically unsaturated

carboxylic acid or anhydride. The grafting monomer is at least one monomer selected from ethylenically un-

saturated carboxylic acids and ethylenically unsaturated carboxylic acid anhydrides, including, less preferably,

derivatives of such acids, and mixtures thereof. Examples of the acids and anhydrides, which may be mono-
30

, di- or polycarboxylic acids, are acrylic acid, methacrylic acid, maleic acid, fumaric acid, itaconic acid, crotonic

acid, itaconic anhydride, maleic anhydride, and substituted maleic anhydride, e.g. dimethyl maleic anhydride

or citraconic anhydride, nadic anhydride, nadic methyl anhydride, and tetrahydrophthalic anhydride, maleic an-

hydride being particularly preferred. Examples of the derivatives of the unsaturated acids are salts, amides,

imides and esters e.g. mono- and disodium maleate, acrylamide, maleimide, glycidyl methacrylate and dime-

35 thyl fumarate. Techniques for the grafting of such monomers onto the polyolef in are known e.g. as described

in U.S. Patent 4 612 1 55 of R.A. Zelonka and C.S. Wong, which issued September 16, 1986, and in published

European patent application No. 0 369 604 of D.J. Mitchell, published May 23, 1990. The present invention

will be particularly described herein with reference to maleic anhydride as the grafting monomer.

If the grafted polyolef in is used as is i.e. not in the form of a blend with another polymer, then the maleic

40 anhydride content of the grafted polyolefin is preferably at least 0.3% by weight and especially in the range of

about 0.05-0.8% by weight, and typically about 0.1-0.5% by weight. However, ungrafted polyolefin may be

blended with grafted polyolef in, and the amount of grafted monomer on the grafted polyolef in may be up to

about 5% by weight. It is known to use blends of grafted and ungrafted polyolefins to order to achieve a desired

level of graft in a composition.

45 The thermoplastic polymer should have a melting point of less than 90°C, and in preferred embodiments

less than 85°C. In particular embodiments, the melting point is less than 75°C.

In one aspect of the invention, the process is particularly directed to the lamination of polyvinyl chloride

to wood. While the resultant products may be used in a variety of end-uses, one important end-use is in the

fabrication of kitchen cabinets. However, other aspects of the invention utilize combinations of the substrates

so disclosed herein, for use in a variety of industries. Such industries often have particular test procedures and

performance requirements e.g. tests other than the shear adhesion fail test. The process disclosed herein is

capable of producing product that meets the requirements for many industries. The process is also capable

of being operated to produce a coated substrate at one location for lamination to the second substrate at an-

other location, and to produce a coated substrate that may be laminated to a second substrate hours or days

55 after coating of the first substrate. This allows flexibility in the supply and manufacture of articles. In addition,

the process has minimal occupational health hazards.

As used herein, the shear adhesion fail test is according to the procedure ofASTM D4498 "Heat-Fail Tem-

perature in Shear of Hot-melt Adhesives", but revised by use of a 1 0Og weight instead of a 450g weight in order

3
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to simulate a low shear stress environment.

The present invention is illustrated by the following examples.

EXAMPLE I

5

A series of thermoplastic polymers having a melting point of less than 76°C were selected. The thermo-

plastic polymers in film form were bonded to polyvinyl chloride and to wood. The polyvinyl chloride was an un-

plasticized polyvinyl chloride with a thickness of 0.45 mm. The cellulosic material was a medium density fibre-

board. The thermoplastic polymer was bonded between the polyvinyl chloride and fibreboard by pressing in a

10 platen press at 76°C for 60 seconds under a pressure of 35kPa.

The results obtained were as follows, only Polymers A and B being in accordance with the present inven-

tion:
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TABLE I

Polymer Melt Bond to Bond to SAFT* Peel
Index PVC Wood (°C) (lb)

A 8 good good 140 1.68
B 8 good good 140 3.73
C 6 good fair
D 150 good good 100
E 6 good fair
F 2.5 good none
G 6.6 good none
H 2 good none

Shear Adhesion Fail Test at lOOg load
A= Elvaloy®441
B= 90% Elvaloy®441 + 10% Fusabond®175D
C= Elvax®4260 ethylene/vinyl acetate copolymer
D= Elvax®43-20 ethylene/vinyl acetate copolymer
E= 90% Elvax®260 ethylene/vinyl acetate copolymer + 10%
Fusabond*>197D maleic anhydride grafted polyolefin
F= 90% Elvax®660 ethylene/vinyl acetate copolymer + 10%
Fusabond®197D maleic anhydride grafted polyolefin
G= Bynel®1123
H= 90% Elvax®3 60 ethylene/vinyl acetate copolymer + 10%
Fusabond®197D maleic anhydride grafted polyolefin
Elvaloy 441 is an ethylene/n-butylacrylate/carbon
monoxide copolymer with a melt index of 8 dg/min;
Fusabond 175D is Elvaloy 441 grafted with maleic
anhydride (nominally 1% by weight) , with a melt index of
4-6 dg/min;
Fusabond 197D is Elvax 450 ethylene/vinyl acetate (18%)
copolymer, melt index 8 dg/min, grafted with 0.8% by
weight of maleic anhydride;
Elvax 4260 ethylene/vinyl acetate/acid terpolymer with
28% by weight of vinyl acetate, an acid no. of 4-8 and a
melt index of 6 dg/min;
Elvax 4320 ethylene/vinyl acetate/acid terpolymer with
25% by weight of vinyl acetate, an acid no. of 4-8 and a
melt index of 150 dg/min;
Elvax 260 ethylene/vinyl acetate (28%) copolymer with a
melt index of 6 dg/min;
Elvax 360 ethylene/vinyl acetate (25%) copolymer with a
melt index of 2 dg/min;
Elvax 660 ethylene/vinyl acetate (12%) copolymer with a
melt index of 2.5 dg/min;
Bynel 1123 acid modified ethylene/vinyl acetate (26%)
copolymer composition, containing 7.5% Surlyn® 8A-3935-1
ionomer, with a melt index of 6,6 dg/min;
Of the polymers listed above, Fusabond polymers are
obtainable from DuPont Canada Inc. and the remaining
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EXAMPLE II

wood were measured. ^ ™° PSe
'
Stren9ths of the laminate* of polyvinyl chloride and

The results obtained were as follows

TABLE II
opposition tt(lc^yarWe „.els

K
J-J

3.73
so L "

„ 4.55
M

0 95 I 14
N

0 9 !- 68
0 o5 5 - 14

55

4,14
35

40

1= 100% Elvaloy®44i

^ 100% Pusabond^75D
ruMbo»*«50

M= 95% Fusabond»i75D + 5% sam

0- lot J"**""™ t 10%
S
^N0-80% Fusabond»175D + 20% SAN= St^-/-rylonitrile £lyiIler , as a blen<J

anhydride was Increased further

ePee,Sl™9thdldnotaPPearto ""P«>ve significantly as the amountofmaleic

EXAMPLE III

a«y^^^
film used was a cast film of a blend of 95% bTl^r ,

P 6SSUre US6d was 5 psi ' The adhes'«>

monoxide copolymer with 5% b
was either 0.064 mm or 0.127 mm

styrene'acrylon.tnle polymer. The thickness of the adhesive film

Further details of the experimental procedure and of the results obtained are given in Table III.
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Film
Thickness
(mm)

0.064
0.064
0.127
0.127
Control*

Press
Time
(min)

l

5

1
5

TABLE III

LaP Dead
Shear
(MPa)

1.0
1.2
1.3
2.8
0.3

Load Temp.
(°C)

69
76
69
76
45

Plug
Joint
(N)

370
609
340
500
310

Lap Shearwas performed using a 1"x 7"<2 54 * 1 b ™i M~ i

structure. The sample was notched to give a ^2^'™?^* of the hntatod
an Instron® at a cross-head speed of 0 2 Wmin

°Ver 'ap - The was ,he" tested in

are placed in is raised 10«Ceve°y 15 minutes JToel^
of the bond occurs.

Dead Load TemPerature is the temperature at which failure

as the maximum load required tosewZT^l^T™ T,'
^^m Stren^ is

The results show that even with tne2 fSLn«! from ,he fibre board in tensto"-

shear,dead load temperature and plug",eZH^^T^TtKW^^ (*^ ,n^
joint strength, using the thickerfilm.

th -F^r improvements were obtained, particularly in plug

EXAMPLE IV

Exa^r
ine/f0m,a'dehyde P°,ymer

'°«— density fibreboard using the procedure of
The results obtained are given in Table IV.

Film Thickness
40 (nun)

0.064
0.064
0.127
0.127
Control*

45

50

TABLE IV
Time in Press

(min)

1

5

1

5

Plug JointW
282
418
398
462
356

JSuS1 th*— n-P«ne adhesive as used in

55 Claims

1.
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10. The process of any one of Claims 1-9 in which the cellulosic material is wood.

30
11 The pr0C6SS 0f one 0,c 'a'™ 1-9 in which the cellulosic material is fibreboard.

"SET * - Cla ''mS *™* *° the-^ polymer has been grafted with ma.eic

40

50

55
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